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The following sample(s) was/were submitted and identified by/on behalf of the client as:
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: CONDUCTOR
:10632381-26
: SONY
: TINNED ANNEALED CoPPER CONDUCTOR

: Oct. '1 5,2007
: Oct.15-18.2007

: With reference to SONY SS-00259
(1) To determine Cadmium, Lead and Mercury content in the submitted metal sample.
(2) To determine Hexavalent Chromium content in the submitted metal sample.

: (1) HNO3/HC| acid digestion for Cadmium, Lead and Mercury content for sample.
Analysis was performed by ICP and AAS.

(2) With reference to JIS H8625-1993 for Hexavalent Chromium content for sample.
Analysis was performed by UVA/is Spectrometry.

: Please refer to next pages

Signed for and on behalf of
SGS-CSTC Chemical Laboratory
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Signed for and on behalf  of
SGS-CSTC Chemical Laboratory
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Sandv Hao
Lab Manager

ed by the Company subject to its General Conditions of Service printed overleaf or available on request and accessible
ion is drawn to the l imitat ions of l iabi l i ty, indemnif icat ion and jurisdict ional issues defined therein. Unless otherwise stated

test report refer only to the sample(s) tested. This test report cannot be reproduced, except in ful l ,  without prior writ ten
ny. Any unauthorized alteration, forgery or falsification of the content or appearance of this report is unlawful and

to the fullest extent of the law

sHcr- tEtvt  1459676
t E&E: (86-21) 61 402553 f E&E: (86-21) e,4953679 www.cn,sgs.com

HL: (86-21) 61402594 Ht: (8C21) 54500353 e sss.china@sgs.com
: 10/F.3rd Building,No.SS9,Yishan Road,Shanghai,China 200233

I +E . -UE.Hdrff&88eB3E+*10E HIJffi:200233

Member ot  the SGS Group (SGS SA)

This is trial version
www.adultpdf.com



SGS
Test Report

Test Part Description:
1. Si lvery metalwire

Note:
(1) mg/kg = ppm
(2) MDL = Method Detection Limit
(3) ND = Not detected (Less than MDL)

Sample photo:
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est results bv chemical method
Test ltem(s) L Unit MDL

)admium (Cd) ND mg/kg 2

-ead (Pb) ND mg/kg 2
Vlercury (Hg) ND mg/kg 2
lexavalent Chromium (CrVl) ND ;rg/cm2 0.02
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SGS authenticate the photo on original report only
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